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52800 239100 405925

Fifty two thousand Eight hundred only
Two lakhs thirty nine  thousand one 

hundredonly

Four lakhs five  thousand nine 

hundred twenty five only

S.No. Financial Year Name of faculty (Chief Consultant) Client            Organization Title of Consultancy of  project
Amount   received

(in Rupees)

1 Mr. T.A. Khaja Mueenudeen (AP/Civil) Sindhu Murugan & co, Tirunelveli CBR test 1200

2 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai
Testing of corruguated paver  Blocks 

with redoxide
3000

3 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai
Testing of rectangular chamferedpaver  

Blocks
3000

4 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Ordinary Cement bricks testing 3000

5 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai
Testing of corruguated paver  Blocks 

without redoxide
3000

6 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of ordinary  Blocks 3000

7 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Aggregate testing (12.5 mm size) 1200

8 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of M sand 1200

9 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai
Athangarai pallivasal mixing block 

testing
3000

10 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Aggregate testing (20 mm size) 1200

11 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Aggregate testing (20 mm size) 1200

12 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Flyash bricks testing 3000

13 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of M sand 1200

14 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of M sand 1200

15 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of M sand 1200

16 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of paver  Blocks 3000

17 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of paver  Blocks 3000

18 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of moulded blocks 3000

19 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Aggregate testing 1200

20 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of Cement bricks 3000

21 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of flyash bricks 3000

22 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of Air voided bricks(Small size) 3000

23 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing of Air voided bricks(Big size) 3000

24 Mr. T.A. Khaja Mueenudeen (AP/Civil) Panchayat union, Radhapuram CBR test 5000

Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Clay  Pegion disc testing 1000

Mr. T. Albert (AP/Mech) V V Minerals, Keeraikarantattu, Tisaiyanvilai Machinery work (CNC Lathe work) 108900

25 Mr. T. Albert (AP/Mech) V V Minerals, Keeraikarantattu, Tisaiyanvilai Machinery work (CNC Milling work) 124200
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26 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing on Floor tiles 2000

29 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Cement bricks testing 1000

30 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai VV POP bricks & Clay bricks testing 2000

31 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai
Aggregate    testing

(20 mm size)
1200

32 Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Cement bricks testing 3000

Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing on water sample (TDS) 1500

Mr. T.A. Khaja Mueenudeen (AP/Civil) V V Minerals, Keeraikarantattu, Tisaiyanvilai Testing on water sample (TDS) 1500

33
Mr. A. Prakash (AP/English), 

Mr.R.Saravana Selvakumar,(AP/English)
V V Stones

Website content

developed
9800

34

Mr. A. Prakash (AP/English),

Ms. M. Hemavathi,(AP/English) 

Mr.R.Saravana Selvakumar

(AP/English)

Shree Sanghvi Mills Website content developed 15400

35 Mr. T. Albert (AP/Mech) V V Minerals, Keeraikarantattu, Tisaiyanvilai Machinery work (CNC Milling work) 117225

36 Mr. T. Albert (AP/Mech) V V Minerals, Keeraikarantattu, Tisaiyanvilai Machinery work (CNC Milling work) 251300

NIRF In-charge

2014-15


